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       No. KRMPs-020
       1. Chemical Composition
        113. Polymers
         03. Other      

RM Type
(RM/CRM) (C)RM Code Material 

Name Authentication Scope unit
Uncertainty
(Confidence 

level about 95 
%, k=2)

Usage Standard

RM
FITI-113-RM-

POLY
(LOW)

Dipserse 
allergenic dyes
- Low conc. 
(Polyester)

Disperse Blue 3 (20 ~ 50)

mg/kg 10 % KS K 0736:2019 

Disperse Orange 3 (20 ~ 50)

Disperse Yellow 3 (20 ~ 50)

Disperse Red 1 (20 ~ 50)

Disperse Red 11 (20 ~ 50)

Disperse Red 17 (20 ~ 50)

RM
FITI-113-RM-

ACETATE
(LOW)

Dipserse 
allergenic dyes
- Low conc. 

(Acetate)

Disperse Blue 3 (20 ~ 50)

mg/kg 10 % KS K 0736:2019 

Disperse Orange 3 (20 ~ 50)

Disperse Yellow 3 (20 ~ 50)

Disperse Red 1 (20 ~ 50)

Disperse Red 11 (20 ~ 50)

Disperse Red 17 (20 ~ 50)

RM
FITI-113-RM-

POLY
(HIGH)

Dipserse 
allergenic dyes
- High conc. 

(Polyester)

Disperse Blue 3 (70 ~ 100)

mg/kg 10 % KS K 0736:2019 

Disperse Orange 3 (70 ~ 100)

Disperse Yellow 3 (70 ~ 100)

Disperse Red 1 (70 ~ 100)

Disperse Red 11 (70 ~ 100)

Disperse Red 17 (70 ~ 100)

RM
FITI-113-RM-

ACETATE
(HIGH)

Dipserse 
allergenic dyes
- High conc. 

(Acetate)

Disperse Blue 3 (70 ~ 100)

mg/kg 10 % KS K 0736:2019 

Disperse Orange 3 (70 ~ 100)

Disperse Yellow 3 (70 ~ 100)

Disperse Red 1 (70 ~ 100)

Disperse Red 11 (70 ~ 100)

Disperse Red 17 (70 ~ 100)

   

        End.   


